Marlboro BRF010-1(43)

TYPE 1l REINFORCING CERTIFICATIONS FOR ABUTMENTS
1 &2, AND WINGWALLS 1, 2,3 & 4



VERMONT AGENCY OF TRANSPORTATION
MATERIALS && RESEARCH SECTION
CERTIFICATION && INDEPENDENT ASSURANCE UNIT

TYPE "D" RECORD OF CERTIFICATION FROM MANUFACTURER

NAME OF MANUFACTURER: North American Stainless
ADDRESS: 10320 S. Medallion Dr., Cincinnati, OH 45241

WE HEREBY CERTIFY: REINFORCING STEEL, LEVEL III
IN THE QUANTITY OF: Abutment #1 & #2, Wing Wall #2, #3, & #4 18,455 [

FURNISHED BY: Contractors Materials Company / Dimension Fabricators, Inc.
(Contractor or Supplier)

FOR USEON: 0260 MARLBORO BRF 010-1(43)
IDENTIFIED BY: Mill Markings

CONFORMS TO ALL REQUIREMENTS OF THE STATE OF VERMONT AGENCY OF TRANSPORTATION
2011 STANDARD SPECIFICATIONS, PERTINENT PROJECT PLANS, AND SPECIAL PROVISIONS FOR
THE ABOVE STATED CONTRACT FOR ITEM OR ITEMS LISTED AS FOLLOWS: 507.13 AND THAT
PROCESSING, PRODUCT TESTING AND INSPECTION CONTROL OF RAW MATERIALS ARE IN
CONFORMITY WITH ALL APPLICABLE SPECIFICATIONS, DRA
MATERIALS FURNISHED.

By: [ Mg
Subscribed and swomn to before me Signature of Authorized
CAROL A. PUGLISI g/ Py B
Notary Public, State of New York 2 DEL Q ’ﬂA gl i
No. 01PU6119884 '
Qualified in Schenectady County, Name (Type ot 3—) TAIERIS. L6 o A ’

Comnzon Expires Dec. 6, 20;{0

Notary- 74 /? : //,7/4/\; Title:
Commission Expiring Company Status or

CERTIFICATIONS FOR MATERIALS REQUIRING A TYPE "C" OR "D" CERTIFICATION, WHEN
SPECIFIED BY CONTRACT PROVISIONS, MUST BE ACCOMPANIED BY MILL TEST REPORTS
SHOWING CHEMICAL AND PHYSICAL ANALYSES.

THIS CERTIFICATION IS TO BE COMPLETED BY THE MANUFACTURER OF THE MATERIALS AND
NOT BY THE SUPPLIER OR DEALER. THIS CERTIFICATION IS TO BE SENT TO:

Vermont Agency of Transportation

Materials && Research Section
TA 562 2178 Airport Road, Unit B
Rev 02/03 Berlin, Vermont 05641

Attention: C && IA Supervisor



contractors materials company

10320 S. Medallion Dr. « Cincinnati, OH 45241 » Phone {513) 956-3167 * Fax (513) 956-3173 « www.cmcmmi.com

July 1, 2014

Mr. Joel Patrie
Dimension Fabricators
2000 7" Street

Scotia, NY 12302

RE: Shipping Documents
Dear Mr. Patrie,

As per your request | am attaching the shipping documents for BOL # 4603. As for your question
pertaining to the ship via stating on the work orders as “Best Way” and then our BOL stating “Jones
Bros.”. At the time of writing and printing our orders we simply enter Best Way indicating to our
Operations/Shipping Department to choose the most convenient method when the load is ready to ship.
Once that is determined the actual trucking firm name is entered onto the BOL.

Sincerely,
T

Dave Friedman
Contractors Materials Company

GRSI



PRODUCT 6205

STRAIGHT BILL OF LADING-SHORT FORM-ORIGINAL-NOT NEGOTIABLE

SHIPPER'S NO.

NAME OF GARHIER j o y /5,,-2;, s 77’1:4 c{g-,,‘."

CARRIER'S NO.

=

DATEcp/‘./,//,y .

4603

AECEIVED, subiject o'the élasgffications and lawfully fled tarifs In effect on the date of issue of this Bill of Lading, lhaﬂp’srty describad below In apparent good ordes, excepl as noted (contents and condition of -contents of packages anknown),
marked, conslgned, and dbsiifiéd as indicated below, which sald camier (lhe word carrier baing underslood throughout this conlracl as meaning any person or corporation in possession of the property under the conlracl) agrees to carry to s usual place of dativery
al sald désUnatian, If of 15 roiile, obiérvise to deliver fo another carder on the rouls lo said destination, It s mutually agreed as to each canlar of all or any of, sald property over all or any partion of seld roule to destination and as ta each party &t any dme interesled
in all or any of sald jFiapeity, that any service 1o be performed hareunder shall be subject fo all the terms and condilicns of the Unilerm Domestic Straight Bill of Lading set lorth {1} in Uniform Freight Classifications in effect on Lhe date hereof, if this is a rail or a rll-

waler shipfiieril; of (2} in the applicable motor
Shippar heteby certifies that ha Is familiar
shipper arid actéplad for himsell and his assigns.

cartler clasalfication or tariff if this is a motor carrer shipment,

wilh all the terms and conditions of the sald bil of lading, el forth In the classificalion or tarifi which governs the transportation of this shipment, and the said terms and condilions are hereby agreed to by the

E%OM 'SH:IPPER: "
ORI AONTRACTORS MATERIALS COMPANY
10320 S. MEDALLION DR.
CINCINNATI, OH 45241
(513) 956-3167 {513) 956-3173

TO CONEHGNEE:
/%E L7 P e

STREET

V&i’m w7 f /ﬁ?éé _ ?

V. &7 1flog

DESTINATION

/oS Sf ~F7c~ (iéﬂrﬂ/‘{;’faagéﬁ&‘é‘,ﬂ

Afﬁr/@/’ﬂxv" Z//'T )

T 51537493 &

CAR OR VEHICLE INITIALS & NO.

NQ. *WEIGHT CLASS CHARGES
PACKAGES KIND OF PACKAGE, DESCRIPTION OF ARTICLES, SPECIAL MARKS AND EXCEPTIONS (BUEEECTTD CORRJ) Of RATE v (FO'H CARRIER USE ONLY)
() . di S ' /8 g .S
[ / : ,,4 S-/k/ e s : / ¢S ST

tt /7550

73552

YI$SL. LTSS

25 (7754

3

REMIT C.O.D.TO: WE:
GG D ANMT. $ Prepaid )
; O Caollect §
*If the shipment moves between two porls by a carrier by water, | NOTE Wnente rals & on vaue, Shippers are requl Subjsct lo Secfion 7 of conditions, Ii this shipment is to be defivered
the law rgqulres that the bill of Iadinpgoshal state whather it is | s@tospocicalyin wriing the agreed or dadared value of B property. | 1o the consignee wilhout recourse on the consignor, the consignor TOTAL
*carrier's or shipper's weight®. The agreed or ﬂ:cl:::m ':;alue ot the pmparzelzlhurehy shall sign the loltowing slatement. CHARGES %
< 3 | ¢ specifically stated by tha shipper io be not exceeding The canier shall not make delivery of this shipment withoul z
;Bh:g\'::?b;mt;: ?,ﬁ;,:t'f[g gﬁ%‘:&:ﬁgﬁ;&:’fnﬂ" ottading payment-af freight and all othar Isw!uiyma:gs. B Freight charges are Check box
i ’ PREPAID unless if charges
$. per {Signaturs of Consignor} marked collecl. are Collect.

“This Is lo ceqlify that the above-named materlals are properly classified, described, packaged, marked and labeled, and are In proper condtion for transporiation according lo the applicable regulations of the Depariment of Transportation™.

CONTRACTORS MATERIALS COMPANY
10320 S. MEDALLION DR., CINCINNATI, OH 45241

Shipper, Per

Agent,Per._ .

Permanem post-office adress of shipper



WCRK ORDER

Order Number: 0000047554
Order Date. 5/28/2014

Zontractors Materials Co.

10320 South Medallion Drive Job: C14-245

Zincinnati, OH 45241 Salesperson: DAVE FRIEDMAN

*hone: (513) 956-3167 Customer: 3606

fax: (513) 956-3173 Website: www.cmcmml com Customer PO: VAQT BRF-010(43
Sold To e S S ShinToi = _ :

DIMENSION FABRICATORS VAOT BRF-010(43) MARLBORO PROJ

2000 7TH STREET DIMENSION FABRICATORS

SCHENECTADY, NY 12302 USA 2000 7TH STREET

SCOTIA, NY 12302 USA

Jontact: JOEL
'hone (518) 374-1936

Terms

_ Acknowledged -

= '_Rec‘]"uerst:ed" &

Ship Via

6/4/2014 BEST WAY JOBSITE
B R i e = __ ~ Quanitity ' e
Descrlptlon Ordered Sh!pped ‘Back Ordered UOM  Weight/item Bin
| ]
REINFORCING STEEL PER CC 3N6, Release 002-0,
ABUTMENT #1
RS-LBS - STAINLESS REBAR-LBS 82.98 gz_”[f{ i CWT
Total Weight: 8,295 Lbs
Signature:

Printed: 5/28/2014 @ 8:11:23 AM



b WA |

JOB NUMBER RELEASE NUMBER REQ. DELIVERY DATE PAGE

DIMENSION e e Ao
DIMENSION FASRICATORS, ING. VAOT BRF-010(43) MARLBORQO PROGJ 3N6

2000 SEVENTH STREET

SCOTIA, NEW YORK 12302 CUSTOMER BY
DIMENSION FABRICATORS Jwp
MATERIAL TYPE REFERENCE DRAWING [D DESCRIPTION
Rebar, Grade 2304, Stainless ABUTMENT #1
tm/| Qty | Size | Length | Mark | Shape | Ibs | A Blc|p|E|{mR|Gg|HB]|JT]|K|oO]B
1 8| S8 1207 | 1A8013 17 2871 207 | 1000 D005
) 7| S8| 1808 | 1A7023 ] 852 | ] : ; 2 ; I )
102. 1 ' 3723, ‘ ‘ T
3] ® | 7| 1910 | 1A70i3 [ [ % ] T ] | [T [ ] [ Jo
18, 566.

T s | 6| 606, | w63 | 3] @] 50 ] 1% | A
5 3% | 56 601 1A601.3 T4 a7 | owm | 4w | ' e | 0 | £
72| T A I ' S : 2 i TN
5 11| S5 2608 | 1A507.3 S0 308 | 1201 | 207 | 1201 ' ' 3 ' W5
T W s8] =01 |3 . | So] 5] | ew 2| ew]| |- ] | | - .| .| |ws
B 2| 55| 1411 | 1A5083 22 344 205 | 1206 | 2 | | 0B B
T %S5 1207 |A023 - | - 1| W] - {zw ] | || 1 o ™
0 2| S| 904 | 1A053 2 2 504 | 440 ' T2 | | 49 | E
£ B I R T S I A R I I I R S W A e A I
2| 12| 85| 2010, | 15013 T =2 : T T s
S e e X A T T e A o

WEIGHT SUMMARY

o] [__SweAmeHr | [_UGHTEENDNG | [ HEAVYBENDNG ]

[(size § [ mems | eces §| es i [wews J[Peces §[ s | [news §[meces | s | [mews Y[ peces [ es
Rebar, Grade 2304, Stainless

85 - 7 %2 3332 1 2 262 3 140 4572 3 10 1498
56 2 72 677 0 0 0 0 0 0 2 72 677
57 1 W - 566 1 14 566 0 0 0 0 0 -0
58 2 102 373 1 7 852 0 0 0 1 85 287
: 12 480 8298 . 3 - 43 1680° 3 4o 1572 6 267 5046

Total Weight: 8,298 Lbs

Longest Length: 26-09

v7.20.1847 (CMC) ©r014 aS$a NAUTHORIZED REPRODUCTION PROHIBITED FABRICATION Tuesday, May 27, 2014 3:25 PM



Session: 004438
Run; 136675

Fab shop: Cincinnati, OH
shitt Shift 1

Fab Date: 5/28/2014

3NG

Job Name: VAOT BRF-010(43) MARLBORO PROJ
customer: DIMENSION FABRICATORS

Job: C14-245
Release: 002

Description: ABUTMENT #1
Ship Date: 5/28/2014

4M

5M S8 2304 Sin DD 28 946 1207
BM S8 2304 Stn DD 2 980 1207
10M S8 2304 Stn 0 17 882 18-08
11M S7 2304 Stn 0 14 566 19-10
14M S6 2304 Stn E 72 677 6-06
2TM 85 2304 Stn S 12 262 20-10
29M 85 2304 Stn M 28 701 26-09
36M S5 2304 Stn M 56 435 705
37M S5 2304 Stn M 56 435 7-05
43M 85 2304 Stn E 2 20 904
44M 85 2304 Stn E 108 1,478 14-11
Control Code: 3N6 Total: 450 8,238 28-09
v7.20.1875 Wednesday, May 28, 2014 9:56:03 AM Page 1 of

C2014 G UNAUTHORIZED REPRODUCTION PROMIBITED



SR WORK ORDER

excsed [l K]
E)UEJEJ[?EJUU

Order Number; 0000047557
Order Date;: 5/28/2014

6
4
ﬁﬂ.'ﬂaﬂg

Contractors Matertals Co.

10320 South Medallion Drive Job: C14-245
Cincinnati, OH 45241 Salesperson: DAVE FRIEDMAN
Phone: (513) 956-3167 Customer: 3606
Fax: (513) 956-3173 Website: www.cmcemmi.com Customer PO; VAOT BRF-010(43
- Sold To S , "~ ShipTo :

DIMENSION FABRICATORS VAOT BRF-010(43) MARLBORO PROJ

2000 7TH STREET DIMENSION FABRICATORS

SCHENECTADY, NY 12302 USA 2000 7TH STREET

SCOTIA, NY 12302 USA

Contact: JOEL
hone (518) 374-1936

F.O.B Terms

Ship Via

- Acknowledged - Requested

6/4/2014 BEST WAY JOBSITE NET 30
i ' _ Quantity , : = =
Description Ordered Shipped Back Ordered UOM Weight/ltem . Bin © -
| 3
REINFORCING STEEL PER CC3N9, Release 004-0,
ABUTMENT #2
RS-LBS STAINLESS REBAR-LBS 89.88 Xﬁ,gf T CWT
Total Weight: 8,988 Lbs
Signature:

Printed: 5/28/2014 @ 8:13:36 AM



M JD’B NUMBER ' RELEASE NUMBER REQ. DELIVERY DATE PAGE :
I0B NAME cC
PiEOD e VAOT BRF-010(43) MARLBORO PROJ 3N9
BCOTIA, NEW YORK 12302 CUSTOMER B
DIMENSION FABRICATORS JWP
MATERIAL TYPE REFERENCE DRAWING ID DESCRIPTION
Rebar, Grade 2304, Stainless ABUTMENT #2
Ttm | Qy | Size | Length | Mark | Shape | Lbs A|lBJ|lc]DpD|EB|®™R|G|H|JT]|]K]|O]|B
1 85| S8 | 1208 | 2A8013 17 2802 207 | 1001 ' D05
85, o 7892. _ _ _
z 6| S7| 1840 | 2A7023 614 0
& | s7| 1706 | 2A7013 o 606 | | [ ; 1o
3. 1220, ' ' ' '
A 3% | 96| 606 |2A6023 | 22 30| | 500 | 1w ‘ EXT 306 | 7
F [ 3| 61 601 | 246013 1 327 | 008 | 409 ‘ Tos [ [ o ' E
B 11 S5 | 26-11 2A505.3 510 310 1202 | 207 | 1202 | M5
T{ a2 55| 2201 | 28507.3 U810 Z8q{ | 909 | 207 | 909 1T e T 1 [ws
8] 22| S5| 1502 | 245053 30 350 205 | 1208 700 || o008 EG3
S0 - 22| 85| MM L 2A5033 - |2 3d | 205 206 o e e [T E
i 8 | 55| 1208 | 2A5023 17 1129 207 | 1001 E03
07 [ 86 |- 05 | 275043 | S0 - 832 | {205 [ 207 { 205 " S 7 EECE
12 30| S5| 201 | 24500 604 ' [ S
B 12| S5| 2010 |2ms0dd | | %2 F Tl % - 1 T s
AR - ) T ' —

WEIGHT SUMMARY

[50 TOraE - ] [ 8TRAIGHT . § [ :LIGHT BENDING ] [ HEAVY BENDING _ §

[ sze | | mews || pieces §| 18s | [ mems || pieces || s | mems | peces §| s | [ mems J| pieces || 1es |
Rebar, Grade 2304, Stainless
T 85 8 301 4199 2 42 ‘056 3 130 1420 3 129 1823
S6 2 7 677 0 0 0 0 0 0 2 72 677
57 2 33 1220 2 33 1220 0 0 0 0 0 0
s8 1 85 2892 0 0 0 0 0 0 1 85 2892
13 ﬂ91_ 8968 4 75 2176 3 130 1420 6 - 286 5392

Total Weight: 8,988 Lbs

Longest Length: 26-11

v7.20.4847 (CMC)  ©2014 3S&  UNAUTHORIZED REPRODUCTION PROHIBITED FABRICATION Tuesday, May 27, 2014 3:25 PM



z_mmﬁm.. wcsa_m Ormnx List

Session; 004438
Run: 136675

Fab Shop: Gincinnati, OH
shift: Shift 1

Fab Date: 5/28/2014

Job Name: VAOT BRF-010(43) MARLBORO PROJ
customer: DIMENSION FABRICATORS

Job: C14-245
Release: 004

Description: ABUTMENT #2
“Ship Date: 5/28/2014

2304 953 12-08

am S8 2304 Stn 28 953 1208
oM 88 2304 Stn 29 987 12-08
12M 57 2304 Stn 33 1,220 16-10
15M 56 2304 Stn 72 677 6-06
28M S5 2304 Stn 42 956 2201
3™ S5 2304 Stn 23 588 26-11
35M 35 2304 Stn 53 412 7-05
40M 85 2304 Stn 54 420 7-05
45M S5 2304 Stn 129 1,823 15-02
Control Code: 3N9 491 8,989 26-11
Wednesday, May 28, 2014 $:56:04 AM T of

©2014 agz UNAUTHORIZED REPRODUCTION PROHIBITED



WORK ORDER

BEL”I!:IE!EE!}MEQF

BT 7 R i
lrJ!-{

Y

ik

0

umx‘hm:m

B LR R lial.d f‘ﬂ

Order Number: 0000047556"
Order Date: 5/28/2014

Contractors Materials Co.

10320 South Medallion Drive Job: Cl14-245
Cincinnati, OH 45241 Salesperson; DAVE FRIEDMAN
Phone: (513) 956-3167 . Customer: 3606

Customer PO: VAOT BRF-010(43

Fax: (513) 956-3173 WebSIte WWW.CIcmmi.com
Sold To - T : Ship To
DIMENSION FABRICATORS VAQT BRF-010(43) MARLBORO PROJ
2000 7TH STREET DIMENSION FABRICATORS
SCHENECTADY, NY 12302 USA 2000 7TH STREET

SCOTIA, NY 12302 USA

Contact: JOEL
>hone (518) 374-1936

Ship Via F.0.B Terins

.+ Acknowledged . Requested

6/4/2014 BEST WAY JOBSITE
AR e ... Quantity . e :
- Description Ordered Shipped Back Ordered UOM Weight/ltem Bin
| "
REINFORCING STEEL PER CC 3N8, Release 003-0,
WINGWALL #1
RS-LBS STAINLESS REBAR-LBS 3.65 3’» (ﬁS/ — CWT
Total Weight: 365 Lbs
Signature:

Printed: 5/28/2014 @ 8:12:27 AM



Lo 22 JOB NUMBER RELEASE NUMBER REQ. DELIVERY DATE PAGE
JOB NAME. cc
DIMENSION FABRICATORS, INC. ol
i i VAOT BRF-010(43) MARLBORO PROJ 3N8
SCOTIA, NEW YORK 12302 CUSTOMER BY
DIMENSION FABRICATORS Jwp
MATERIAL TYPE . REFERENCE DRAWING 1D DESCRIPTION
Rebar, Grade 2304, Stainless WINGWALL #1
Itm{ Qty | Size | Length Mark |Shape | Lbs | A | B | Cc{D | E|FR|G|H|J]|K | O]|B
1 1 S5 25-03 1W501.3 s10 291 120 | 101 | 1201 MO5
T 41| 85| 605 |Ws023 | SI0| 74| | 208 | ¥oi | 2 18
2. 365.
WEIGHT SUMMARY
[ TotaL | [___STRAaIGHT __ | [ __LIGHTBENDING .J [ _HEAVYBENDING

[(size | [ mews || Peces J| s (imews J[peces |[ tes §  [ews [ reces J[ tes | [ mews [ meces | tes ||

Rebar, Grade 2304, Stainless
5. 2 2 s . % 00 .. 0 ¥ 2. 35 w S lagefl g g
2 22 365 4] 0 0 2 22 365 0 0 0

Total Weight: 365 Lbs

Longest Length: 25-03

V7.20.1847 (CMC)  ©2014  35a  UNAUTHORIZED REPRODUCTION PROHTBITED FABRICATION Tuesday, May 27, 2014 3:25 PM




Fab Date: 5/28/2014

ati, OH

op:

Run: ‘_mmm.wm shift: Shift 1 Caption:
Job Name: VAOT BRF-010(43) MARLBCGRO PROJ Job: C14-245 Description: WINGWALL #1
customer: DIMENSION FABRICATORS Release: 003 Ship Date: 5/28/2014
2304
38M S5 2304 Stn M 1 11 74 6-05
Control Code: 3N8 Total: 2 22 365 25-03
v7.20.1875 Wednesday, May 28, 2014 8:56:03 AM Page 1 of 1

©2014 g UNAUTHORIZED REPRODUCTION PROHIBITED



WORK ORDER

Order Number; 0000047558
Order Date: 5/28/2014

Zontractors Materials Co.

10320 South Medallion Drive Job: Cl4-245
Cincinnati, OH 45241 Salesperson: DAVE FRIEDMAN
Phomne: (513) 956-3167 Customer: 3606

Fax: (513) 956-3173 Website: wwwiemonmi.com Customer PO: VAOT BRF-010(43
DIMENSION FABRICATORS VAQT BRF-010(43) MARLBORO PROJ

2000 7TH STREET DIMENSION FABRICATORS

SCHENECTADY, NY 12302 USA 2000 7TH STREET

SCOTIA, NY 12302 USA

Sontact: JOEL
>hone (518) 374-1936

~ Acknowledged Requested ; Ship Via F.0.B " Terms
6/4/2014 BEST WAY JOBSITE NET 30
it o ' ~ Quantity e e
~ Description Ordered Shipped Back Ordered UOM . Weight/ltem - - Bin -
|
REINFORCING STEEL PER CC3NA] Release 005-0,
WINGWALL #3
RS-LBS STAINLESS REBAR-LBS 3.61 ZL @ [ i CWT
Total Weight: 361 Lbs

Signature;

Printed: 5/28/2014 @ 8:14:39 AM



| Vv v

JOB NUMBER RELEASE NUMBER REQ. DELIVERY DATE PAGE
JOB NAME cc
DIMENSION FABRICATORS, INC. -
DIMENSION FAFRICATC VAOT BRF-010(43) MARLBORO PROJ 3NA
SCOTIA, NEW YORK 12302 CUSTOMER BY
DIMENSION FABRICATORS JWP
MATERIAL TYPE . REFERENCE DRAWING ID DESCRIFTION
Rebar, Grade 2304, Stainless WINGWALL #3
Itm{ Qty | Size | Length Mark | Shape | Lbs AlBlc|D|E|MmR|G|H]|I]|K]|O]B
1 1 S5 24-11 3W501.3 $10 287 [EETI I T T M5
2 1] S5 605 | 3ws023 _ S10 74 208 | 101 | 208 | M5
22, 361.
WEIGHT SUMMARY
[ ~ToTAL. . - ] [ - STRAIGHT I [ LIGHT BENDING | | HEAVYBENDING l
[ s:z&' [ mems I|15£]| Tl | [ mems || eieces | tes | [ mems | peces §[ s | | mems J| reces §| s |
Rebar, Grade 2304, Stainless
85 - 2. 22T 0 0 ST SRS SO -1 0 S0 0
2 22 361 0 0 0 2 22 361 0 0 0
Total Weight: 361 Lbs
Longest Length: 24-11
v7.20.1847 (CMC) ©z014 aSa UNAUTHORIZED REPRODLUCTION PROHIBITED FABR]CAT]ON Tuesday,May 27, 2014 3:25 PM




Session: 004438  Fab shop: Cincinnati, OH Fab Date: 5/28/2014
Master Bundle Ozmox List ™ o P
w Z > JobName: VAOT BRF-010{(43) MARLBORO PROJ Job: C14-245 Description: VWINGWALL #3
LA customer: DIMENSION FABRICATORS Release; 005 Ship Date: 5/28/2014
Master;Bundie] :
32M
41M S5 2304 Stn M 1 1 74 605
Control Code: 3NA Total: 2 22 361 24-11
v7.20.1875 Wednesday, May 28, 2014 9:56:04 AM Page 1 of 1

02014 55 UNAUTHORIZED REPRODUCTION PROHIBITED



WORK ORDER

EEmElpiE R

D3Eaias (P AN
e
7 Wi

i I3 i

BN as e SizcamaedElimcd
Crelei e Rl ni Rl AT

Order Number; 0000047560
Order Date; 5/28/2014

Contractors Materials Co.

10320 South Medallion Drive Job: C14-245
Cincinnati, O 45241 Salesperson: DAVE FRIEDMAN
Phone: (513) 956-3167 Customer: 3606

Fax: (513) 956-3173 Website: www.cmemmi.com Customer PO: VAOT BRF-010(43

Sold To : : - Ship To

DIMENSION FABRICATORS VAOT BRF-010(43) MARLBORO PROJ
2000 7TH STREET DIMENSION FABRICATORS
SCHENECTADY, NY 12302 USA 2000 7TH STREET

SCOTIA, NY 12302 USA

Contact: JOEL

*hone (518) 374-1936
- Acknowledged Requested Ship Via F.O.B Terms
6/4/2014 BEST WAY JOBSITE NET 30

Quantity , ,

Weight/ltem

. ] Ordered ~ Shipped Back Ordered UOM Bin
|
REINFORCING STEEL PER CC 3NER, Release 006-0,
WINGWALL #4
RS-1.BS STAINLESS REBAR-LBS 3.29 5 P m _— CWT
Total Weight: 329 Lbs

Signature:

Printed: 5/28/2014 @ 8:15:51 AM



- JOR NUMBER RELEASE NUMBER REQ. DELIVERY DATE FAGE
JOB NAME cC
DIMENSION FABRICATORS, INC. s
DIMENSION FABRICATC VAOT BRF-010{43) MARLBORO PROJ 3NB
SCOTIA, NEW YORK 12302 CUSTOMER T
DIMENSION FABRICATORS JWP
MATERIAL TYPE REFERENCE DRAWING [D DESCRIFTION
Rebar, Grade 2304, Stainless WINGWALL #4
Im| Qy | Size | Length | Mark | Shape | Lbs B lcip{E || |H]J|K]|oO]|B
1 12 S5 20-03 4W501.3 310 255 9.07 1-01 9.07 MOS
2 11 55 605 | 4w5023 510 74 208 | 101 | 208 | o
23, 329,
WEIGHT SUMMARY
[ woraL ] [ STRAIGHT ] [ LGHTBENDING | | HEAVYBENDING |
[ sze | | mems || pieces J| 1ss I [ mems | peces |} tes | [ mews [ pieces || s | [ mems [ peces || s |
Rebar, Grade 2304, Stainless
8§ ... 27 .8 - 3 R ) 23, 39 0 0 0
2 23 329 0 0 0 2 23 329 0 0 0
Total Weight: 329 Lbs
Longest Length: 20-03
v7.20.1847 (CMC)  ©z2014  25a UNAUTHORIZED REPRODUCTION PROHIBITED FABRICATION Tuesday, May 27, 2014 3:25 PM




incinnati, OH Fab Date: 5/28/2014
shift: Shift 1 Caption:
w Z w Job Name: VAOT BRF-010(43) MARLBORO PROGJ Job: C14-245 Description: WINGWALL #4
customer: DIMENSION FABRICATORS Release: 006 Ship Date: 5/28/2014
Master Bundie]
33M
e S5 2304 Stn M 1 11 74 6-05
Cantral Code: 3NB Total: 2 23 329 2003
v7.20.1875 Wednesday, May 28, 2014 9:56:04 AM Page 1 of 1

02014 gz UNAUTHORIZED REPRODUCTION PROHIBITED



WORK ORDER
Order Number: 000

Order Date; 5/28/2014

Contractors Materials Co.

10320 South Medallion Drive Job: C14-245
Cincinnati, OH 45241 Salesperson: DAVE FRIEDMAN
Phone: (513) 956-3167 Customer: 3606
Fax: (513) 9506-3173 Website: www.cmemmi.com Customer PO: VAOT BRF-010(43
Sold To . :
DIMENSION FABRICATORS VAOT BRF-010(43) MARLBORO PROIJ
2000 7TH STREET DIMENSION FABRICATORS
SCHENECTADY, NY 12302 USA 2000 7TH STREET

SCOTIA, NY 12302 USA

“ontact: JOEL

*hone (518) 374-1936
Acknowledged . Requested Ship Via . - : F.O0B Terms
6/4/2014 BEST WAY JOBSITE
& : i e e : Quantity . o S L
‘ - Description | Ordered - Shipped - Back Ordered UOM We:ghtfltem “Bin
| :
REINFORCING STEEL PER CCANC, Reicase 007-0,
MECHANICAL COUPLERS
RS-LBS STAINLESS REBAR-LBS 107 ( 0 7 e CWT
NSRS #7 85 COUPLER W/ FLANGE 8.00 %f - EA 0.00 | Mon-Stock
Total Weight: 107 Lbs

Signature:

Printed: 6/2/2014 (@@ 4:28:53 PM



JOB NUMBER RELEASE NUMBER REQ. DELIVERY DATE PAGE
- 245
DIMENSION Sk ol i bl
DIVENSION FASRICATORS, NG VAOT BRF-010(43) MARLBORO PROJ (|3NC)
SCOTIA, NEW YORK 12302 CUSTOMER Y
EIMENSION FABRICATORS JWP

DRAWING 1D

DESCRIPTION

MATERIALTYPE

Rebar, Grade 2304, Stainless

REFERENCE

MECHANICAL COUPLERS

Itm--rl Qty l ?Si'zréigl',”Len_g.th ‘

.'Mufk ! Sh'a,pe.l Lbs | A | B | c | D l E | F/R| GI

| x | o |=sc

*THE FOLLOWING ITEM HAS END PREPS - Right: BARSLICE BPI 3td Barsplicer **

H | I

T 17

‘7_‘| B|87| 306 [ 7S5M ] _57_" T T I | T | l l
* THE FOLLOWING ITEM HAS END PREPS - Lefl: BARSLICE BPI Sid Barsplicer **
2] 8] or| 306 fyssk . | | ey " T 1. 1 =i 9 -3 .1 - 4.:.1F
16. 114,

FABRICATION INSTRUCTIONS:

mark 7SSF - COUPLER TO BE ATTACHED

WEIGHT SUMMARY

U CTOTAL. 7

CSTRAIGHT -~ f [ LIGHTBENDING. | |

HEAVY.BENDING - |

[ size | [ mems I| eeces | tes |

[ mems || pieces || s ] [ mems || Peces || es |

| mems || peces || s

e s g )

L L .

Rebar, Grade 2304, Stainless
e W R T

P

o 2 16 7 0 7 0

END PREP SUMMARY BY BAR SIZE

Rebar, Grade 2304, Stainless

END PREP

BARSLICE BPI'Std - .+

16 16

Il s T

. 16

Total Weight: 114 Lbs

Longest Length: 3-06

v7.20.1847 (CMC) 2014

aSa yUNAUTHORIZED REPRODUCTION PROHIBITED

FABRICATION

Monday, June 02, 2014 4:31 PM
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sion: 004438  Fab shop: Cincinnati, OH

Run: 136675 shitt Shift 1 Caption:
g —
W “W Z O/J Job Name: VAOT BRF-010(43) MARLBORO PROJ Job: C14-245 Description: MECHANICAL COUPLERS
,_,_/ \\ customer: DIMENSION FABRICATORS Release: 007 ship Date: 5/28/2014

Master Bunle] i
13M 2304
Control Code: 3NC Total: 2 15 107 306
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Rebar MTR Tracking by Shipment

CMIC Lood # ‘Date Barlist # Size' Immnu @.,.m_z w:_wmqmm\. Master Bundle ._..wn # Checked by ,
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Rebar MITR Tracking by Shipment

CMC Lood # — pate Barlist# | Size | Heat# Mill bundle # | Master Bundle Tag # Checked by
5914 2NE 55 LI _Emuﬁo.wq_ B4 m. <
c99H BME |55 |(308 |yl | F5M) 2D
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Rebar MITR Tracking by Shipment
CMC Load # Date Barlist # Size Heat # Mill bundle # Master Bundle Tag # Checked by
5~30 3We |55 |Lgwg |woo4sis QR b A
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NASY NORTH AMERICAN

METALLURGICAL TEST REPORT

6870 Highway 42 East
Ghent, KY 41045-9615

STAINLESS (502) 347-6000

Certificate: 923111 01  Mail To: Ship Tos: pate: 2/26/2014 Page: 1 Of 1
CONTRACTORS MATERIALS CO. CONTRACTORS MATERTALS CO. Steel: 2304/EN1.4362 )
ACCOUNTS PAYABLE C/0 BUCKLEY MANUFACTURING Finish: HR- Pickled \%‘“
CINCINNATI OF 45241 CINCINNATI OH 45215 Dia/Thk: .6250 in

Customer: 4554 003 Leg Length:

NAS Orxder: LP 13725 1 Length:

Your Order: 0000007420 Item Coda: Corrosion:

P R - 2 REMARKS :

Reinforcing Bar

UNS S32304

ASTM A955-12 Grade 60 (Grade 75 at 0.2% offset ¥S omnly)
Heat Treat Condition: Hot rolled & Pickled.

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7(008 EU DIRECTIVE
2011/65/EU.RCHS. EAF+AOD+CC. NO WELD REPATIR. MELTED AND MFG
IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMINATTION

“‘Eo Wedght: Bundle Weight Bundle Weight Bundle Weight

Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Eﬁuﬂu

Tus.ﬂo 3426 WDO1671 3434 WD01672 3414 WDO1673 3432 WDO1675 3412 WDOL676 3434 WD01677 3388 WD01683 3430 _
CHEMICAL ANALYSIS CM(Country of Melt) ES(Spain) US{Unlted States) ZA(South Africa) JP(Japan) Chamical Analysis per ASTM A751/08
Heat Supplier # o ¢ Cc % COo % CR % CU % MK % MO % N % NI % P % 5 %
L5P8 us .023 .14 22.19 .22 1.63 .14 .179 3.74 .029 .0010

SI %
.51
R o
MECHANICAL PROPERTIES
14 HB .2¥s uTsS ¥S 0.35 EU Elo-8* ¥S Grade
° i No. KSI KST 3sys % ksi
f =l I
WDDO1670 R L 215.0 g81.87 122.28 71.37 20.11 60.00
WD01671 R L 215.0 81.47 122.28 71.37 20.11 60.00
WD01§72 R L 215.0 81.47 122.28 71.37 20.11 60.00
WD01673 R L 215.0 B1.47 122.28 71.37 20.11 60.00
WD01675 R L 215.0 81.47 122.28 71.37 20.11 60.00
WDO1676 R L 215.0 81.47 122.28 71.37 20.11 60.00
WD01677 R L 215.0 81.47 122.28 71.37 20.11 60.00
WD01683 R L 215.0 81.47 122.28 71.37 20.11 60,00 AT/, 88Ny 000000
- o

NAS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy
of the test methods used, the material meets the specifications stated. These results relate only to the items
tested and this renort cannnt be raproduced. excent in its entiretv. withaut the written annroval of NAS

Technical —_— = =

Dept .Mgr.

T TTTRANS



-

6870 Highway 42 mmmn

NASYF NORTH AMERICAN METALLURGICAL TEST REPORT Ghent, KY 4 .xm.uam
STAINLESS (502) 347-600
ertificate: 923677 01 Mail To: Ship To: Date: 2/27/2014 Page: 1 Of 1
CONTRACTORS MATERIALS CO. ; CONTRACTORS MATERIALS CO. Steel: 2304/EN1.4362
ACCOUNTS PAYABLE C/0 BUCKLEY MANUFACTURING Finigh: HR- Pickled ﬁ
CINCINNATI OH 45241 CINCINNATI OH 45215 UWH\H&W- 6250 in
ustomer; 4554 003 : .
Leg Leangth:
AS Order: LP 13725 1 Length:
‘our Ordexr: 0000007420 Item Code: Corrosion:
*ROD T D P H REMARKS :
. . COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
.ouumnwwwwn R 2011/65/EU.RoHS. EAF+AOD+CC. NO WELD REPAIR. MELTED AND MFG
BS 53 IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMINATION

STM A955-12 Grade 60 (Grade 75 at 0.2% offset YS only)
‘eat Treat Condition: Hot rolled & Pickled.

undle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight d
01878 3368 WDO1879 3424 WD01883 3430 wDQa1884 3128 WwWDOl1887 3426 . x_
THEMICAL ANALYSIS CM(Country of Mett) ES(Spain) US(United States) ZA{(South Africa) JP(Japan) Chemical Analysis per ASTM A751/08
Heat Supplier # M C % Co % CR % CU % MN % MO % N % NI % P % s %
LSPB us .023 .14 22.19 .22 1.63 .14 .179 3.74 .029 .0010
SI %
.51

MECHANICAL PROPERTIES

1 a HB .2YS UTS ¥S 0.35 EU Elo-8" YS Grade
“ i No. KSI KST 35ys % ksi
b ol

WD01878 RL 215.0 81.47 122.28 71.37 20.11 60.00
WDO1879 R L 215.0 81.47 122.28 71.37 20.11 60.00
WDO1883 R L 215.0 81.47 122,28 71.37 20,11 60.00
WD01884 R L 215.0 81.47 122.28 71.37 20.11 eo.00/ B, -
WD01887 R L 215.0 81.47 122.28 71.37 20.11 " §0.00 )

IAS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy " “lhl\‘w\\\!.ln el w
if the test methods used, the material _._._monm the specifications stated. These results relate only to the items Technical

nebad nad Shic sanast cannat bha $ inn ite ontirohs waithart tha usittan amneaval nf NAQ Dept .Mgr.




6870 Highway 42 East

NASY NORTH AMERICAN METALLURGICAL TEST REPORT Ghent, KY 41045-9615
STAINLESS (502) 347-6000
Certificate: 839883 05 Mail To: Ship To: Date: 5/30/2013 Page: 1 0f 1
CONTRACTORS MATERIALS CO. CONTRACTORS MATERIALS CO. Steel: 2304/EN1.4362
ACCOUNTS PAYABLE 10320 SOUTH MEDALLION DRIVE Finish: HR- Pickled
CINCINNATI OH 45241 CINCINMATT OH 45241 Dia/Thik: 6250 in
Customer: 4554 001 Leg Length:
NAS Order: Lp 2525 1 Length:
Your Order: 0000005468 Item Code: Corrosion:
PRODUCT DESCRIPTION: REMARKS:
; : COMPLIES W/REQUIREMENTS OF DFAR 252.225-7014A-1 EU DIRECTIVE
wwmumwwmwwm Bax 2011/65/EU.RoHS. EAF+AOD+CC. NO WELD REPAIR., MELTED AND MFG
MERCURY AND LOW MELTING ALLOY CONTAMINATION
ASTM A955-12 Grade 60 (Grade 75 @ 0.2% offset ¥S only) =N USRIl RRO 2o o
Heat Treat Condition: Hot rolled & Pickled.
ﬁw:bnwm Wedight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight J
F.Sﬂu_momm 3448 WC72057 3426 WC72059 3340 WC72070 3394 WC72071 3368 ;
CHEMICAL ANALYSIS CM(Country of Melt) ES(Spain}) US(United States) ZA(South Africa) JP(Japan) Chemical Analysis per ASTM A751/08
Heat Supplier # CM . C % Co % CR % CU % MN % MO % N % NI % P % 5 %
H5K6 us .020 .08 22.61 .18 1.78 .11 175 3.71 .034 .0010
8T %
.40
\ ”
MECHANICAL PROPERTIES
[ 14  gs .2YS uTs ¥S 0.35 EU Elo-8" Ys Grade
e = No. KSI XSI 35Ys % kasi
[+ r
WC72056 R L 214.0 99.66 116.87 87.03 21.18 75.00
WC72057 R L 214.0 99.66 116.87 87.03 21.18 75.00
WC72059 R L 214.0 99.66 116.87 87.03 21.18 75.00
WC72070 R L 214.0 99.66 116.87 87.03 21.18 75.00
wc72071 R L 214.0 99.66 116.87 87.03 21.18 75.00 bm; _ S e e s
\ .

NAS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy ; A\ln\\.%uk\ﬁlﬂll| P
of the test methods used, the material meets the specifications stated. These results relate only to the items Technical
tested and this report cannot be reproduced, except in its entirety, without the written approval of NAS Dapt.Ngxr. ERIC HESS




6870 Hi 42 East
NASY NORTH AMERICAN METALLURGICAIL TEST REPORT Ghent, KY 410 Y 41045.9615
STAINLESS (502) 347-6000
értificate: 931992 @2 Mail To: Ship To: Date: 3/25/2014 Page: 1 of 1
o CONTRACTORS MATERTIALS CO. CONTRACTORS MATERIALS CO. Steel: 2304/EN1.4362
ACCOUNTS PAYABLE C/0 BUCKLEY MANUFACTURING Finisgh: HR- Pickled
CINCINNATI OH 45241 CINCINNATT OH 45215 Dia/Thk: .6250 in
ustomer:; 4554 003 Leg Length:
AS Order: LP 15609 2 Length:
‘our Order: 0000007590 Item Code:; 05552304 Correosion:
'RODUCT DESCRIPTIONG: REMARKS :

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE

reinforcing Bar

NS S32304

STM A955-12 Grade 60 (Grade 75 at 0.2% offset ¥S only)
leat Treat Condition: Hot rolled & Pickled.

2011/65/EU.RoHS. EAF+ACD+CC. NO WELD REPAIR. MELTED AND MFG
IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMINATION

amdle Weight Bundle Weight Bundla Weight Bundle Weight Bundle Waight Bundle

Weight

Bundle Weight Bundle Weight Bundle ﬂn.._.nuund

mo4E72 3422 WD04674 3436 WDO4675 3434

)

HEMICAL ANALYSIS

CM(Country of Melt) ES(Spain) US{United States) ZA(South Africa) JP{Japan)

Chemical Analysis per ASTM A751/08

Heat Supplier # M c % cO % CR % cU % MN % MO % N % NI % P % s %
18N8 us .018 .08 22.17 .31 1.61 .20 .163 3.75 .030 .0010
SI %
.48
o’
MECHANICAL PROPERTIES
14 HB .2¥8 UTS ¥Ss 0.35 EU Elo-8° ¥S Grade
e & No. KSI XSI 35¥YS % ksi
. — T
WD04672 R L 226.0 110.45 124.57 96.00 20.54 75.00
WD04674 R L 226.0 110.45 124 .57 96.00 20.54 75.00
WD04675 R L 226.0 110.45 124.57 96.00 20.54 qm.oour\.}qmmg #GEV I o
S

JAS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy
»f the test methods used, the material meets the specifications stated. These results relate only to the items
ested and this report cannot be reproduced, except in its entirety, without the written appraval of NAS

Technical .\Iu\u\\HM\“\lI —= \“Nhﬂ\\\

Dept .Mgr.

ERIC HESS



6870 Highway 42 East

NASY NORTH AMERICAN METALLURGICAL TEST REPORT Ghent, KY 41045-9615
. STAINLESS GO2) 3726000
sartificate: 931992 o1  Mail To: Ship To: Date: 3/25/2014 Page: 1 Oof 1
3 CONTRACTORS MATERTALS CO. CONTRACTORS MATERIALS CO. Steel: 2304/EN1.4362

ACCOUNTS PAYABLE C/0 BUCKLEY MANUFACTURING Pinish: HR- Pickled

CINCINNATI OE 45241 CINCINNATI aH 45215 Dia/Thk: .6250 in W
ustomer: 4554 003 Leg Length:
AS Order: LP 15609 2 Length:
‘our Order: 00000075390 Item Code: 05852304 Corrosion:
3 TT % REMARKS :

leinforcing Bar

NS 832304

iSTM A955-12 Grade 60 (Grade 75 at 0.2% offset ¥S only)
leat Treat Condition: Hot rolled & Pickled.

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
2011/65/EU.ROHS. EAF+AQD+CC. NO WELD REPAIR. MELTED AND MFG
IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMINATION

amdle Weight Bundle Weight Bundle Weight

Bmdle Weight

Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight

D04673 3430 WD04676 3476 WD04677 3436

-

-HEMICAL ANALYSIS

CM{Country of Melt) ES(Spain) US(United States) ZA{South Africa) JP(Japan)

Chemical Analysis per ASTM A751/08

Heat Supplier # oM c % co % CR % CcU % MN % MO % N % NI % P % s %
L8NS us .018 .08 22,17 .31 1.61 .20 .163 3.75 .030 .0010
ST %
.48
y
MECHANICAL PROPERTIES
14 HB .2Ys UTS ¥S 0.35 EU Elo-8" ¥S Grade
o i No. KSI XST 35Ys % kai
& x
NDO4673 R L 217.0 92.77 122.41 70.48 24.84 60.00 , _ L _ '
WD04676 R L 217.0 92.77 122.41 70.48 24.84 60.00 3(eM 3 T, BRIMG ey vbg_.wm_m; vf?fum_.m.b\i/
NDO4677 R L 217.0 92.77 122.41 70.48 24.84 60.00 .

IAS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy
f the test methods used, the material meets the specifications stated. These results relate only to the items
ested and this report cannot be reproduced, except in its entirety, without the written approval of NAS

Technical g e

Dept .Mgr.

ERIC HESS



6870 Highway 42 East

MASY NORTH AMERICAN METALLURGICAL TEST REPORT Ghent, KY 41045-9615
STAINLESS (502) 347-6000
ATt p =

‘ertificate: 931993 03  Mail To: Ship To: Date: 3/25/2014 Page: 1 Of 1
CONTRACTORS MATERIALS CO. CONTRACTORS MATERIYALS CO. Steel: 2304/EN1.4362
ACCOUNTS PAYABLE C/0 BUCKLEY MANUFACTURING Finigh: HR- Pickled
CINCINNATI OH 45241 CINCINNATI oH 45215 Dia/Thk: .6250 in

lustomer: 4554 003 Leg DLength:

IAS Order: LP 15609 2 ;

four Order: 0000007590 Item Code: 05882304 Corrogion:

"RODUCT DESCRIPTIONEG: REMARKS :

] ] COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
teinforcing Bar 2011/65/EU.ROHS. EAF+AOD+CC. NO WELD REPAIR. MELTED AND MFG
mS 832304 IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMIRATION

\STM AS55-12 Grade €0 (Grade 75 at 0.2% offset YS only)
leat Treat Condition: Hot rolled & Pickled.

Bundle Weight Bundle Weight Bundle Weight Bundie Weight Bundle Weight Bundle Weight Bundle Weight Bundle Waight Bundla Weight —
¥D04S85 3402 WD04596 3382 WD04597 3436 WD04S98 3452 WD0460L 3374 _
CHEMICAL ANALYSIS CM(Country of Melt) ES({Spain) US(United States) ZA(South Africa) JP(Japan) Chemical Analysis per ASTM A751/08
Heat sSupplier # o c % co % CR % cU % MN % MO % N % NI % P % s % |
L8NS us .018 .08 22.17 .31 1.61 .20 .163 3.75 .030 .0010
SI %
.48

MECHANICAL PROPERTIES

1 a HB .2Y8 UTS ¥S 0.35 EU Elo-8" R
& = No. KS8I ST 35ys %
e T
WD04595 R L 226.0 110.45 124.57 96.00 20.54 —
WD04596 R L 226.0 110.45 124,57 96.00 20.54
WD04597 R L 226.0 110.45 124.57 96.00 20.54
WD04598 R L 226.0 110.45 124.57 96.00 20.54
WD04601 R L

226.0 110.45 124.57 26.00 20.54

{AS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy .
f the test methods used, the material meets the specifications stated. These results relate only to the items Technical
ested and this report cannot be reproduced, except in its entirety, without the written approval of NAS Dept.Mgx. ERIC HESS




6870 Highway 42 East
NASY NORTH AMERICAN METALLURGICAL TEST REPORT Chent, BY 41045-9615
STAINLESS (502) 347-6000
Jertificate: B91747 01  Mail To: Ship To: Date: 11/1B/2013 Page: 1 Of 1
CONTRACTORS MATERIALS CO. C MATERIALS CO. gteel: 2304/EN1.4362
- ACCOUNTS PAYAELE 10320 SOUTH MEDALLION DRIVE Finish: HR- Pickled
CINCINNATI QH 45241 CINCINNATI OH 45241 Dia/Thks .7500 in

Sustomer: 4554 001 o LR

tour Order: 0000007011 Item Code: 06S8S2304 Corrosion:
PR RI I H REMARKS :

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
2011 /65/EU.RoHS. EAF+AOD+CC. NO WELD REPAIR. MELTED AND MFG
IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMINATION

reinforcing Bax

NS S32304

1STM RA955-12 Grada 60 (Grade 75 at 0.2% offset ¥S only)
jeat Treat Condition: Hot rolled & Pickled.-:

Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Waight Bundle Weight Bundle Weight Bundle Weight Bundle Weight d
WC91738 3450 WCI1TT9 3466 WCo1786 3354 _
CHEMICAL ANALYSIS CM(Country of Melt) ES{Spain) US{United States) ZA(South Africa) JP(Japan) Chemical Analysis per ASTM A751/08
Heat Supplier # cM C % co % CR % CU % . M % MO % N % NI % P % 5 %
K4NS us .023 .09 22.54 .26 1.69 .16 171 3.78 .028 .0013
ST %
.63

MECHANICAL PROPERTIES

14 HB .2¥8 UTS ¥S 0.35 EU Elo-8" ¥S Grade

@ = No. KSI KSI 35Y8 % ksd
WC91738 R L 245.0 85.67 117.18 65.42 23.71 60.00
WC91779 R L 245.0 85.67 117.19 65.42 23.71 60.00 L4 m ,15M .
WC91786 R L 245.0 85.67 117.19 65.42 23.71 60.00

AS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy

if the test methods used, the material meets the specifications stated. These results relate only to the items Technical
ested and this ranart cannat he raoroducad. excent in ite entiretv. without tha written approval of NAS Dept .Mgr.

I wweaa



6870 Highway 42 East

NASY NORTH AMERICAN METALLURGICAL TEST REPORT Ghent, KY 41045-9615
STAINLESS (502) 347-6000
sertificate: 931987 02 Mail To: Ship Tos Date: 3/25/2014 Page: 1 Of 1
- CONTRACTORS MATERIALS CO. CORTRACTORS MATERTALS CO. Steel: 2304/EN1.4362
ACCOUNTS PAYABLE C/0 BUCKLEY %ENHE&F Finigh: HR- Pickled
: CINCINNATI OH 45241 CINCINNATI OH 45215 Dia/Thk: .8750 in
mu.nnoﬂmﬂn 4554 003 Ly dwigeha
A8 Order: LP 15608 1 Length:
‘our Order: 0000007590 Item Code: 07552304 Corrosgion:

: T p REMARKS :

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
2011/65/EU0.RoHS. EAF+AOD+CC. NO WELD REPAIR. MELTED AND MFG
IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMINATION

einforcing Bar

WS S32304

STH A955-12 Grade 60 (Grade 75 at 0.2% offset ¥S only)
[eat Treat Condition: Hot rolled & Pickled.

undie Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundla Weight Bundle Weight Bundla Weight
03964 3182 WD03565 3406 WD03993 3356 WD040L6 3432 WD04018 3316 WD0O4020 3408 WDO4023 3308
-HEMICAL ANALYSIS CM(Country of Melt) ES(Spain) US({United States) ZA(South Africa) JP(Japan) Chemical Analysis per ASTM A751/08
Heat Supplier # M c % . COo% CR % cU % MN % MO % N % NI % P % 5 %
L6T3 us .020 .10 22.75 .28 1.68 .25 .185 3.80 .029 L0010
ST %
.48

MECHANICAL PROPERTIES

14 HBE .2YS UTS ¥S 0.35 EU Elo-8" ¥S Grade
M i No. KST KST 35v8 % ksi
>~

NDO3964 R L 199.0 75.14 109.43 61.43 29.48 60.00
ND03965 R L 199.0 75.14 109.43 61.43 29.48 60.00
ND03%993 R L 199.0 75.14 109.43 61.43 29.48 60.00
WNDO4016 R L 159.0 75.14 109.43 61.43 29.48 60.00 LM IR =~~~ e
NDO4O18 R L 155.0 75.14 109.43 61.43 29.48 60.00 -
ND04020 R L 199.0 75.14 109.43 61.43 29.48 £0.00
NDD4023 R L 199.0 75.14 109.43 61.43 29.48 60.00
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f the test methods used, the material meets the specifications stated. These results relate only to the items Technical

ested and this report cannot be reproduced, except in its entirety, without the written approval of NAS Dept .Mgr. ERIC HESS




6870 Hichway 42 East

NASY NORTH AMERICAN METALLURGICAL TEST REPORT Ghent, KY 41045-9615
» STAINLESS (502) 347-6000
fortificate: 929172 03 Mail To: Ship To: . Date: 3/17/2014 Page: 1 Of 1
CONTRACTORS MATERIALS CO. CORTRACTORS MATERIALS CO. Steel: 2304/EN1.4362
ACCOURTS PAYABLE . ¢/0 BUCKLEY MANUFACTURING Finish: HR- Pickled Lﬂ_\ ;
CINCINNATI OH 45241 CINCINNATI OH 45215 Dia/Thk: _8750 in

rustomer: 4554 003 gthi
IS order: LP 15609 1 - e
‘our Order: 0000007590 Item Code: 07552304 ; Corrosion:
REMARKS:

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
2011/65/EU.RoHS. EAF+AOD+CC. NO WELD REPATR. MELTED AND MFG
IN USA FREE FROM MERCUORY AND LOW MELTING ALLOY CONTAMINATION

teinforcing Bar

NS S32304

STM A955-12 Grade 60 {(Grade 75 at 0.2% offset ¥S only)
[eat Treat Condition: Hot rolled & Pickled,

Bundle Weight Bundle Weight Bundie Weight Bundle Weight Bundle Weight Bundle znwnwn. Bundle Weight Bundlie Weight Bundle zowngd
De3710 3828 WD03711 3846 WD03712 3870 WDO3713 3850 wWD03721 3860 WD03880 3816 _
cHEMICAL ANALYSIS CM(Country of Melt) ES(Spain) US{United States) ZA(South Africa) JP{Japan) Chemical Analysis per ASTM A751/08
Heat Supplier # M c % co % CR % o % MH % MO % N % NI % P % 5 %
L7R2 us .012 .07 22.82 .28 1.62 .19 .187 3.70 .031 .0010

SI %

.33

v

MECHANICAL PROPERTIES

14  us .2ys UTS ¥S 0.35 EU Elo-8" YS Grade
= & No. KSI KSI 35¥S % ksi
WD03710 R L 204.0 76.51 111.77 72.73 29.04 60.00
WD03711 R L 204.0 76.51 111.77 72.72 25.04 60.00
WD03712 R L 204.0 76.51 111.77 72.72 29.04 60.00
WD03713 R L 204.0 76.51 111,77 72.72 29.04 60.00 -~
WD03721 R L 204.0 76.51 111:77 72.72 29,04 ma.ou?.@|ii_.ii.,-,FE.. B
WD03880 R L 204.0 76.51 111.77 72.72 29.04 60.00

|L
1AS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy had = =
# the test methods used, the material meets the specifications stated. These results relate only to the items Technical

ested and this report cannot be reproduced, except in its entirety, without the written approval of NAS Dept.Mgz.’

ERIC HESS



6870 Highway 42 East
NASY NORTH AMERICAN METALLURGICAL TEST REPORT Ghent, KY 41045-9615
STAINLESS (502) 347-6000

sartificate: 900528 01 Meil To: Ship To: pate: 12/17/2013 Page: 1 Oof 1

CONTRACTORS MATERTALS CO. CONTRACTORS MATERIALS CO. Steel: 2304/EN1.4362

ACCOUNT'S PAYABLE C€/0 BUCKLEY MANUFACTURING Finigh: HR- Pickled

CINCINNATY OH 45241 CINCINNATI OB 45215 Dia/Thk: 1.0000 in
‘ustomer: 4554 003 Leg Length:
s Order: SN 8757 2 Length:
four Order: 0000007220 Ttem Code: Corrosion:
PROD T D RIPT H REMAREKS:

teinforcing Bar

NS S32304

\STM R955-12 Grade 60 (Grade 75 at 0.2% offset ¥YS only)
jeat Treat Condition: Hot rolled & Pickled.

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
2011/65/EU.RoHS. EAF+AOD+CC. NO WELD REPAIR. MELTED AND MFG
IN USA FREE FROM MERCURY AND LOW MELTING ALLOY CONTAMINATION

Bundle Weight Bundle Weight Bundle Weight Bundle Weight

Bundle Weight Bundle ﬂo.mnww. Bundle Weight Bundle Weight  Bundle ﬂﬂ..m.nw..nJ

3460 WC94616 3438 WCS4617 3420 2 WC94618 3472

WC94628 3446 h

HC94604

SHEMICAL ANALYSIS

CM(Country of Melt) ES(Spain) US{United States) ZA{(South Africa) JP{Japan)

Chemical Analysis per ASTM A751/08

Heat Supplier # o c % co % CR % cU % MN % MO % N % NT % P % s % |
K7K8 Us .020 JEL 22.93 .29 1.65 .35 .183 3.81 .029 .0010
ST %
.45
MECHANICAL PROPERTIES
1 4 HB .2¥Ss UTSs ¥S 0.35 EU Elo-8" ¥S Grade
e i No. RST KST 35YS % ksi
o~ =
WC94604 R L 200.0 80.87 116.23 67.58 25.26 60.00
WC94616 R L 200.0 80.87 116.23 67.58 25.26 60.00
WCS4617 R L 200.0 80.87 116.23 67.58 25.26 60.00
WC94618 R L 200.0 80.87 116.23 67.58 25.26 60.00
WC94628 R L 200.0 80.87 116.23 67.58 25.26 60.00 TAN , BRG  GIN . 1O A —
»

JAS hereby certifies that the analysis on this certification is correct. Based upon the results and the accuracy
if the test methods used, the material meets the specifications stated. These resuits relate only to the items
ested and this report cannot be reoroduced. excent in its entiretv. without the written approval of NAS

H-.ﬂﬁuubm.ﬂﬂ.u. “mul \\\.@» \“@I\\\l

Dept.Mgr.
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6870 Highway 42 East

NASYJ NORTH AMERICAN METALLURGICAL TEST REPORT Q:sw_ Y 41045-9615
STAINLESS (502) 347-6000

tertificate: 918038 01 Mail To: Ship To: ‘ Date: 2/12/2014 Page: 1 Of 1
CONTRACTORS MATERIALS CO. CONTRACTORS MATERIALS CO. Steel: 2304/EN1.4362
ACCOUNTS PAYABLE C/0 BUCKLEY MANUFACTURING Pinigh: HRE- Plekled u?hr
CINCINNATI on 45241 CINCINMATT O 45215 Dl joeks 1. 000G 15

justomer: 4554 003 Leg I he

ms order: LPp 13807 1 Length:

four Ordexr: 000007454 Item Code: Corrosion:

SROD T DE IPTI : REMARKS : :

COMPLIES W/REQUIREMENTS OF DFAR 252.225-7008 EU DIRECTIVE
2011/65/EU.RoHS. EAF+AOD+CC. NO WELD REPATR. MELTED AND MFG
IN USA FREE FROM MERCURY AND LOW MELTING ALLCY CONTAMINATION

leinforcing Bar

s s32304

\STM A955-12 Grade 60 (Grade 75 at 0.2% offset ¥S only)
feat Treat Condition: Hot rolled & Pickled.

Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bundle Weight Bumndle Weight Bundle Weight u
NCO9860 3474 WC99861 3480 WC99862 3438 WC99863 3476 WC99864 3474  WC99865 3486 WC99867 3456 ;
CHEMICAL ANALYSIS CM(Country of Melt) ES(Spain) US{United States) ZA(South Africa) JP{Japan) Chemical Analysis per ASTM A751/08
Heat Supplier # cM C % co % CR % cu % MN % MO % N % NI % P % s %
L1K2 us .024 .07 22.58 .25 1.60 .14 .183 3.76 .029 .0010
SI %
.40

MECHANICAL PROPERTIES

1 4 HB -2¥8 uTSs ¥S 0.35 EU Elo-8% ¥YS Grade
o i No. KSI XSI 35¥S % kei
c b ol
WC99860 R L 194.0 79.52 105.57 81.91 30.75 75.00
WC99861 R L 194.0 78.52 105.57 81.91 30.75 75.00
WC99862 R L 194.0 79.52 105.57 © 81.91 30.75 75.00
WC99863 R L 194.0 79.52 105.57 81.s1 30.75 75.00 ) _
WC99864 R L 194.0 79.52 105.57 81.91 30.75 75.00 _ AMGSM 5 LM, am
WC99865 R L 194.0 79.52 105.57 81.91 39.75 75.00
WC99867 R L 194.0 79.52 105.57 81.91 30.75 75.00

|L
,_hmwmﬁumomﬁﬁmw»:m::mm:m_<wwmo:§mmom:§om=o=mmoo_._.mormmmmn_:vo:nsmamcnms:n”:amnoﬁmnm . “&H\Wl.\ﬁ“«h“. =
»f the test methods used, the material meets the specifications stated. These resuits relate only to the items Technical

ested and this report cannot be reproduced, except in its entirety, without the written approval of NAS Dept.Mgr.
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W.0./P.08 /36L7 S

DOT STAINLESS STEEL REBAR SAMPLES DEFORMATION MEASUREMENTS

JOB: bidlat  Pins | ne D

SAMPLE # (v ol 45
HEATH ; &2 n) &

SAMPLE # (v pol §59
HEATH.L S P&

SAMPLE # A

HEATH

hY

SAMPLE # 1, s a2 [5E [
HEAT# /[ & Pg

SAMPLE #

D\\\\,

HEAT#

)

SAMPLE # 1« PG TS

HEAT L n P &

SAMPLE#

HEAT# X~

)

SAMPLE #(:, ¢ 73783

HEATY 1[5 \(/,

sampLe#  \/

HEAT# A

\w Y]
SAMPLE #/ /) ~
HEAT#

NOTES:

LIZE  DIAMERT = 17 5

MACHINE OPERATOR: < \ Al MICROMETER CALIBRATION INSPECTION
STATE/CUSTOMER: | ; v &t €. ¢ oo INSPECTOR:
A B € D E_ F AVG.
3y | s5 [ 349 |1%7 (27 |=%
29 2=« Y 14 S [ 3 .
A B c D E E AVG.
B |31 To 30 | 3o 24
A9 12 3o |5 2a (29
A B cC b E F AVG.
> 30 S0 2y | 3K |0
s z2q |IRE A Re | e
A B c D E_ F __AVG.
3 137 129 159 33 | 79 _
D (2 |3 QA 187 2=
A B c D E E AVG.
=4 Zc | 3( 2o sy |25
plo) 9 |2« 3¢y R7_{A&
A B C D E  F AVG,
2 | 3% "8y |39 Iny 3]
2€ P R 8% [RE [2F
A B c D E F AVG,
271 |37 A% |AL I8 =/
A B - . C D E F AVG.
3B 132 |29 29 We | YO
Sl 2o [ 2el |3y | 54 |34
A _B c D E | F AVG.
93 B P == B3R |Z]
R¥| 2o [ 31 2 |[3] 320
A B [ D E F AVG.
2 XE 21



DOT STAINLESS STEEL REBAR SAMPLES DEFORMATION MEASUREMENTS

w.o./po4 |36 7S . MACHINE OPERATOR: /K \ AL MICROMETER CALIBRATION INSPECTION
108B: J/ RO+ _ STATE/CUSTOMER: 1D m Z NS A INSPECTOR: .
A B _ < D E F AVG. NOTES:
SAMPLE #/J° 5 S2% (1 Q1 1 A% | 3i 35 | Yo |32 | owvy ~AL T s
HEATH = K L & 35 | 3% 3) 3) 25 35 |08 A ek et
A B ¢ D . E F AVG, -
SAMPLE#  \ /. 23 1 Al de | 27 | 24 3e |
HEATH = Y 35 [ 34 |31 31 23 |33 :
PR T & A B c D - E F_ AVG.
sampies WDOIFT D B [ 3 33 [ 3% (31 139
HEATH | S PQ 1 24 AT 23 3% |37
DR A B c D E F AVG.
sampieg. \ . [ 235-] =% 2?7 |27 | =272 1 31/ |
HEAT# . /© N 27 Fo | 2.6 27 Lé e
L , A B C D E E AVG.
sampLE# WD O (R 74 20 | 23 Uo | 3§ 35 3%
HEAT# 17 | 1Y | A9 % R 2 .
IR | A B c D E F AVG.
SAMPLE# . | / 30 32§ 3] 33 32 3
HEAT# A 1T RG | 2« | RY [ [ 24 (]
. ) _ A B < b -~ E "~ F AVG.
SAMPLE # |, nolC %5 2 2T FE7——12y | 2o-1—
HEATHL = DR . . :
I A B < D E F AVG.
SAMPLE #w Po (686 .35 |3y 26 |3y 35 I3s )
HEAT# } &P B EY 25 % 30 | vd
 ® o A B - ¢ D E E AVG.
SAMPLE# \ Je 3o 3 . g | o | =
HEATH —¢— 20 |29 I=zx lag. 2% (X7
] A B c D E E AVG.
SAMPLE # ¢ 25 5 20 24 2851 34 129 39 (3%
' TS =

HEATH )< 7 Lo 3 136 |3y




DOT STAINLESS STEEL REBAR SAMPLES DEFORMATION MEASUREMENTS
MACHINE OPERATOR: 2=

W.0./P.O.# {36 b 75 MICROMETER CALIBRATION INSPECTION

10B: M AR FoRO STATE/CUSTOMER: ) /M enS /07 INSPECTOR:
; A B C D E E AVG. NOTES:
SAMPLE# W< #Y L oY b2 ¢/ | &7 L2V 66| &7
HEAT# o7/ & 45 | g2 |57 L o 7 ed
A B 3 D E E AVG.
SAMPLE# | < /f | s 7 | =2 <o Sg
HEATH /| se |49 4% |57 |55 4
4 A B [ D E F AVG.
SAMPLE# wic G Y £07 ¢ 64 £ L2 Lo | Lty
HEATH [JL7L0 s Iy 5O S| 52 s (
A B 9 D E F AVG.
SAMPLE# y 57 5z | 55 5o 9. | &7
HEAT# X 7 | z0 [ =3 2% | zo | g2
i » A B c D E 3 AVG.
sampie s WC 762 A ZENA b¥ | L¥] &5
HEATE (<2 1C 52 | £Z]| £33 50 ¥y | Y
A B < D E E AVG.
SAMPLE # \ \, 59 e 5% | 52 52 <6
- HEAT# \V4 53 | 5¢) T S| 56| =1
N A B [ D E E AVG.
SAMPLE# v 99 667 L2_ C8 | b— L+ ee [
HEATE L /(<2 zz2 | 55| Y3 73| 5| 55
A B c D E F AVG.
SAMPLE # st | LT | 22 |=mL |52
HEAT# B 2 | 7 = 7 B | ¢ | so
A B C D E F AVG.
SAMPLE # W/ [7O 794 52 5O 56 | 5% 532 | 5
HEAT# | b7 3 oy |2 ¥5 | #2 |¥5 | &/
A B C D E F AVG.
SAMPLE # (v D2872¢ 58 < 56 | &/ zz |57
HEATE [ 7R.2 Y | e #& | ¥ 3 5 | #£



—_—

DOT STAINLESS STEEL REBAR SAMPLES UmmOx_Sb._._OZ _/\_mbmcxm_smz,_.m

w.0./p.04 [l s

MICROMETER CALIBRATION | vamn,_l_oz

MACHINE OPERATOR: ﬁSDm, U

108: MAcLIRA HroTeet - STATE/CUSTOMER: \V%q%%%g mv INSPECTOR: _
sampLe s DOYERST - [ 47 |38 5 129 ﬁx W&
HEATH (XN Z4 |9 33 Za. 5] &
A B -C D E E ) AVG.
. SAMPLE # / / 3% 2o | 2% 2|35 | !
HEATH .
\ A B c D E F AVG.
SAMPLE # L DA w&o& 24 139 137 m W ¢ |35
HEATE ({08 EFAEAES 26 r\w@ S .
A B C D P AVG.
. SAMPLE # 7\ i Ao [ # |87 05 39
HEATH /7 N\ EXAlY i w%\ 22 ¥ |55
: A B D E £ AVG.
SAMPLE # [3C” / 3 134 dmﬂw 32 |3 ([ 2=
HEATH  H5 Kb 2+ | S g 25 123 2L oo 3
A B C D E |4 - __ AVG.
SAMPLE #3575 e | &Y (&5 145 95 [ ;
HEATH _KUAY 50 5 39 | 7% 59 157
A B € .. D E F AVG.
SAMPLE # & .
HEATH
A B £ D E F AVG.
SAMPLE # .
HEATH :
A B < D £ F _AVG.
SAMPLE #
HEATH .
A B c D E F . AVG.
SAMPLE # .

HEATH#




